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Sl Hans All-round System Scaffolding Production Date|2010-06-26
Lot No.
Atk ShuangMa Expiration Date|--—
S See Remark |
Type/Specification/Grade Contract No. | 0405831
Inspected Contract Applicant Test
Entity i Category
Mission Source| ---- Samp !C See Remark 2
Quantity
Applicant | Guangzhou Shuangma Steel Template Co., Ltd
Sample Base | ----
Manufacturer | Guangzhou Shuangma Steel Template Co., Ltd
Sampling Date | 2010-07-02
Sampling Place | ----
Co mp letion 2010-07-20
Sampling Way | Submitted by applicant

Test Reference

According to the technical requirements of the client

Condition of
Sample

Normal

Test
Environment

Temperature: 30°C, Relative Humidity: 70%

Test

Conclusion

The tested items meet the technical requirements of the client.
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Date of Issue; 2610-07-21

S invalid if not sealed.

Remarks

2.Sample Quantity :4 branches per specification.

1. Specification: Standard (#48+3.5*2000) mm, Ledger (948*3.5*2000) mm, Ledger ($48%3.5%1000) mm
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Anticounterfeiting Code: 209FE9082B 1 66180

Address: Address: No.3598, Huangpu Donglu, Guangzhou,




